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Two-wave mixing is fundamental to applications in optical signal processing, holographic information, and
imaging science. Conventionally, it takes place in a nonlinear medium where self-induced optical grating can
effectively couple two optical waves. However, it demands high input power to trigger nonlinearities and is com-
plicated by the phase shift of the optical grating for the given medium. Here, we separate these physical processes
by studying near-degenerated two-wave mixing in a moving grating induced independently by an external acous-
tic optical modulator. Two-wave mixing is observed under Bragg’s phase matching condition, which is greatly
affected by phase shifting. Moreover, we show that two-wave mixing here is unidirectional due to the propagation
of acoustic waves, which may offer new avenues for applications in optical information processing. © 2015

Optical Society of America

OCIS codes: (190.0190) Nonlinear optics; (190.7070) Two-wave mixing; (190.4223) Nonlinear wave mixing; (190.2055) Dynamic

gratings; (230.1040) Acousto-optical devices.
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1. INTRODUCTION

Nonlinear wave mixing is of great importance to optical science
and technology. It can bridge several optical channels, allowing
information exchange and energy transfer in applications such as
optical signal processing, holographic information, and imaging
science [1–5]. Its simplest form is the mixing between two waves,
which conventionally occurs in a nonlinear medium where the
index of refraction nonlinearly responds to the incident beams.
Consequently, a spatial index variation can be induced inside
due to the interference intensity pattern formed by two waves
similar to the process of recording a hologram [6]. Such a spatial
index variation is usually in the form of a periodic volume grating,
which can successively deflect the incident waves: for example,
through Bragg scattering [7,8]. In this manner, energy can be ef-
ficiently exchanged between the two waves. One representative
example of two-wave mixing (TWM) in photorefractive crystals
can allow applications such as phase conjugation mirror and holo-
graphic information processing [6,9]. Additionally, TWMhas laid
a foundation for observing relevant but more complicated phe-
nomena, e.g., optical induced lattices, spatial lattice soliton/shock
waves, parity-time (PT) symmetry in optics [10–14]. The in-
duced optical grating here is stationary, and the slow response time
(∼ seconds) of photorefractive crystals limits their practical usages.

On the other hand, TWM in a moving grating is a more
interesting and important subject to study because the dynam-
ics of the moving grating complicates the TWM process in
terms of phase matching, directionality [15]. For example,
stimulated Brillouin scattering (SBS), having many applications
in fiber optics and imaging science [16,17], enables the mixing
between near-degenerated two waves in a moving grating in-
duced by stimulated generated phonons through electrostric-
tion [18]. Such SBS exhibits a unique feature of nonreciprocal
wave scattering due to the phase-matching condition [19], thus
allowing unidirectional energy transport. However, it requires
relatively high intensities to trigger such nonlinearity and is dif-
ficult to control the phase in this self-matched mechanism un-
less external index modulation is facilitated [20]. Similar phase
problems arise in other physical systems; for example, in photo-
refractive media, the relative phase between the index variation
and the intensity interference pattern spontaneously rising from
the spatial drift of photoexcited electrons can be controlled ex-
ternally through direct current (DC) electric fields [1,21]; in
quantum wells, an external DC field must be introduced to
vary the near-degenerated TWM in a moving grating [22,23].
Hence, the relative phase here plays an important role in de-
termining the TWM’s gain strength and directionality, similar
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to the phase-controlled nonlinear process [4,5]. It would be
better to isolate the generation of grating and control the phase
independently in order to lower the high-intensity demand for
TWMand precisely regulate TWM through phase, so that TWM
can be more easily accessible and controllable in applications such
as all-optical near-degenerated wavelength conversion, optical iso-
lation, and optical switching even at low photon levels.

In this paper, we theoretically and experimentally demon-
strate the near-degenerated two-wave mixing effect in a moving
optical grating inside an acoustic optical modulator (AOM).
We realize a near-degenerated TWM scheme under the exact
phase matching condition by carefully choosing the incidence
at the Bragg angles. By individually controlling the input waves’
intensity ratio and phases, we show that the nature of TWM
is due to interference, and the relative phase of the two near-
degenerated waves is crucial in determining the energy transfer
between the two waves. Moreover, such TWM is unidirectional
with respect to the propagation of the moving grating. We
expect this new TWM scheme will be helpful in nonmagnetic
optical power isolations, which do not have strict requirements
in optical frequency and offer new avenues for low-light all-
optical information processing applications in the near future.

2. PHYSICAL CONCEPT

In the physical process of acoustic-optic Bragg scattering, an
incident laser can be scattered off an acoustic-induced moving
grating. The scattered wave is frequency-shifted by the amount
of the acoustic wave’s frequency. Furthermore, the wave’s pro-
pagation direction is altered under the Bragg scattering con-
dition. During the process, the Bragg condition and phase
matching determine the direction of generated phonons, con-
sequently leading to a frequency upshifted or downshifted scat-
tered wave depending on the incidence. Normally, the acoustic
wave here is spontaneously generated through the nonlinear
electrostrictive effect, which later can be enhanced by stimu-
lated BS. Meanwhile, under the external acoustic field, e.g., in
an AOM, Bragg condition induced scattering also can occur
linearly (no dependence on the input power), usually with only
one input beam. With two or more input beams, the coupling
between the beams only happens with the aid of the acoustic-
induced grating but is complicated by their phases and fre-
quency differences.

First, we start with a simple and well-known case of TWM
in a stationary grating, e.g., TWM in a photorefractive crystal:
the two input waves with the same frequency interferer with
each other, thus generating a stable intensity pattern. The pho-
torefractive-induced index variation contains the exact same
spatial periodicity as the interference pattern but is slightly
shifted due to the spatial charge drift [21,22]. Thanks to this
finite phase difference between the index variation and the in-
tensity interference pattern, two-wave mixing/amplification is
allowed; otherwise, no energy can exchange between the two
waves. On the other hand, when two waves are incident into
an AOM [Fig. 1(a)], where a moving optical grating is induced
by an acoustic wave while the interference pattern of two
waves with the same frequency is stationary, any coupling be-
tween the two waves in a moving grating will be averaged out,
thus eliminating TWM. TWM can take place again only if the

interference pattern moves as well [Fig. 1(b)]. Intuitively, it re-
quires that the moving grating and the interference pattern have
the same velocities v0 � v1 as well as their spatial periodicities.
This can be further deduced to fulfill the Bragg scattering con-
dition [Fig. 1(c)] for two near-degenerated waves with finite
frequency difference of the moving grating, where their inci-
dences at the first Bragg angles decide the spatial periodicity
of the interference pattern matching the moving grating,
and their frequency difference equaling to the acoustic wave’s
ensures that the traveling speeds are the same.

Theoretically, we consider two incident waves E1 and E2

with wavelength λ entering into an AOM where the acoustic-
induced dielectric tensor is periodically modulated asΔε�z; t� �
Δε cos�Ωt � K x�, along the transverse −x direction, where
Δε � −ε�pS�ε∕ε0, ε is the dielectric tensor of the acoustic-
optical crystal, p is the photoelastic constant, S is the strength
of the strain field caused by the acoustic, and ε0 is the dielectric
constant of the vacuum. The periodical perturbation of the
dielectric tensor can be regarded as a moving grating with
velocity vΩ and period Λ � 2πvΩ∕Ω. The incident angles
of the two waves have to fulfill the Bragg conditions at the
angles of�θB � λ∕2Λ; only in this case, the momentum con-
servation k2 � k1 � K and the energy conservation ω2 �
ω1 � Ω can be satisfied simultaneously. By calculating the total
electric field with the above periodical perturbation of the
dielectric tensor in the Helmholtz equation, two coupling
equations of the two waves can be obtained as

dA1

dz
� −iκ12A2e−iΔφ; (1)

dA2

dz
� −iκ�12A1eiΔφ; (2)

where κ12 � ω2μÊ�
1 · ΔεÊ1∕2

ffiffiffiffiffiffiffiffiffiffiffiffi
jβ1β2j

p
is the coupling coeffi-

cient [7]. In our case, β1;2 � k⃗1;2 cos θB , so κ12 can be rewrit-
ten as ωμcÊ�

1 ΔεÊ1∕�4n cos θB�, where n � 2.2597 is the
refractive index of the acoustic optical crystal (AOC), A1;2
are the amplitudes of the two waves, and Ê1;2 are unit vectors

Fig. 1. Two-wave mixing process in a moving grating. (a) Two in-
cident waves (W1 and W2) mix in a moving periodic refractive index
grating induced by an acoustic wave with frequency Ω into two new
waves W 0

1 and W 0
2. (b) Interference pattern (black curve) induced by

the two waves has a slight phase shift compared with the refractive
index grating (cyan curve), and their periodicities are the same; both
conditions ensure the TWM. (c) Phase matching conditions: Conser-
vations of momentum and energy need to be satisfied simultaneously,
i.e., k2 � k1 � K and ω2 � ω1 � Ω.
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describing the polarization states of the two waves. The initial
phase difference between the two waves is Δφ. Under the
assumption of the slow-varying approximation, Eqs. (1) and
(2) can be solved for the steady state solution as

A1�z� � A1�0�eiΔφ cos κz � iA2�0� sin κz; (3)

A2�z� � A2�0� cos κz � iA1�0�eiΔφ sin κz; (4)

where κ is the absolute value of the coupling coefficient. A1;2�0�
are the initial amplitudes of the two waves. Equations (3) and
(4) indicate that the two waves exchange energy along the
propagation axis z. This process is affected by two factors:
(1) their phase difference Δφ; (2) the initial intensities: I 1,
I 2. For the former, the intensities of the two output waves
I 01, I

0
2 oscillate sinusoidally with respect to the phase varying

but π out of phase to each other for equal-intensity input waves
in Fig. 2(a). For unequal-intensity input waves in Fig. 2(b),
e.g., I 1 � 0.25, I 2 � 0.75, both output intensities also oscil-
late with the varying phase difference, but one of them slightly
offsets the other. In both cases, the total sum of the two inten-
sities is conversed due to the energy conversion. More insight
can be found in the average energy-transfer rate η � �I 01 max −
I 01 min�∕�I 01 � I 02� with various input intensities shown in
Fig. 2(c), which can indicate the average energy transfer be-
tween two waves despite their relative phases. Here, η reaches
its maximum around 0.92 with the initial intensities’ ratio

equals to 1 while it decreases to zero when only one beam
is present. Physically, this phenomenon is related to the bal-
anced or unbalanced interferences, which we shall explain later.

More insight can be seen in the spatial Fourier spectrum in
Figs. 2(d)–2(f ), which is obtained by the spatial domain
Fourier analysis using a beam propagation method [24] assum-
ing quasi-static approximation. With equal input intensities
but a frequency difference of the acoustic frequency of the
AOM, the two waves are incident on the AOM at�θB positive
and negative Bragg degree, corresponding to two sites along the
kx axis around �7.45 × 10−3 rad in Fig. 2(d). The two waves
apparently do not mix with each other with zero phase delay,
thus evolving into two equal-intensity peaks at the output face
of AOM in Fig. 2(d). However, when varying Δφ from 0 to
π∕2, one wave at�θB grows while sucking the energy from the
other one at −θB. More interestingly, such process seems to be
cascaded, giving rise to a third wave at −1.5θB, effectively form-
ing the Raman–Nath diffraction [25].

3. TWO-WAVE MIXNG IN THE MOVING
GRATING

Figure 3 shows the schematic of our experiment: a He–Ne laser
with wavelength λ � 632.8 nm and frequency ω1 enters an
AOM driven by frequency Ω � 100 MHz at the first positive
Bragg angle of 0.426°; as a result, a second wave with frequency
of ω2 � ω1 � Ω can be generated at the first negative Bragg
angle, thus fulfilling the phase-matching condition k2 � k1 �
K in Fig. 1(c). The AOC involved in this paper is a TeO2

crystal with a height of H � 2 mm and a length of L �
16 mm. A longitudinal acoustic wave mode along the negative
x direction has a corresponding velocity V � 4260 m∕s. The
effective component of the strain field is S3 �

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
2I a∕�ρV 3�

p

and the photoelastic constant is p13 � 0.34 [26], where ρ �
5990 kg∕m3 is the density of the crystal and I a is the intensity
of the acoustic in the AOC. The acoustic wave applied on the
crystal is generated by a power of P � 0.3 W with a frequency
of f � 100 MHz, so the value of intensity I a � P∕HL is
0.94 W∕cm2 and κ � 0.62 cm−1. In this manner, two waves
with the exact frequency difference of the acoustic wave are
created as the inputs; later, they can be rerouted back into
the same AOM at the first positive and negative Bragg angles
through a set of mirrors (M1: M4) to conduct the TWM ex-
periment. The input power of the He–Ne laser is 2 mW. Note
that the position of the two waves has been interchanged in
order to fulfill the phase matching condition in a backward
way. We carefully vary their intensity ratio at the incident point
B by an attenuator and control their phase difference by rotat-
ing a thin glass slice. With the same input intensities, two
waves’ intensities indeed oscillate sinusoidally in the experiment
[Figs. 3(b) and 3(c)], which is similar to theoretical results in
Fig. 2. Physically, this can be interpreted as the interference
between the two waves: taking the beam path M2-B-P2, for
example, the incident beam M2-B is at frequency ω2 � ω1�
Ω, the Bragg scattered beam B-P2 gains a frequency upshifting
by Ω off the incident beam M3-B at frequency ω1, resulting in
interference along the beam path B-P2. Meanwhile, similar in-
terference occurs between the incident beam M3-B-P1 and the
beam B-P1, which is scattered off the beam M2-B-P2. Hence,

Fig. 2. Theoretical results of the TWM process. (a) Intensities of
the output waves, I 01 and I 02, with normalized initial intensities, I1
and I2, are 0.5, 0.5, oscillate with a period of 2π when varying the
phase difference Δφ linearly, but with a π phase jump to each other.
The average energy transfer rate η is 0.92. Black (red) curve represents
I 01�I 02�.(b) When the initial intensities �I 1; I 2� change to (0.25, 0.75),
the average energy transfer rate η decreases to 0.79. (c) Average energy
transfer rate η vary with the initial intensities, I 1; I2; η, reaches its
maximum value as 0.92 when I1 � I 2. (d)–(f ) Spatial Fourier analysis
of the TWM process is shown in the vector K-space as the phase differ-
ence Δφ are 0, π∕6; π∕2, respectively, where the initial intensities
�I1; I 2� are (0.5, 0.5). With the phase varying of Δφ from 0 to
π∕2, the energy of W1 transfer into W2 gradually, which verifies the
validity of (a).
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the intensity spectra in Figs. 3(b) and 3(c) exhibit a phase-
depended oscillation. Furthermore, the initial intensity ratio
determines the depths of oscillations along the two paths, as
shown in Fig. 3. The measured average energy transfer rate η
for the intensity ratios 0.5∶0.5 and 0.25∶0.75 are 0.68 and
0.80, respectively, which is slightly lower than the theoretical
value in Fig. 2 due the limitation of the experiments, e.g., align-
ment, coherence. Nevertheless, the experimental measurements
here confirm the interference nature of the two-wave mixing in
a moving grating.

4. COMPARISON EXPERIMENT

In order to demonstrate the unidirectional nature of TWM
with respect to the propagation axis of the acoustic wave,
we have conducted a set of comparison experiments. Unlike
nonreciprocal TWM in nonlinear media [26], our work could
be understood by considering a reciprocal scheme along the
beam path C-BS-P1 [Fig. 4(b)] of the original phase matching
condition for the forward two-wave mixing [Fig. 1(c)]; here, if
reciprocity still holds, the wave vector K of the acoustic wave
should be reversed. However, the acoustic wave driven by the
AOM only propagates upward in Fig. 4(b), thus failing to sat-
isfy the phase matching condition in this backward manner.
Hence, TWM between k2�ω1 � Ω� and k1�ω1� is forbidden,
but the Bragg scattering of k2�ω1 �Ω� to k3�ω1 � 2Ω� is still
valid in Fig. 4(c). Similar works have shown the optical isola-
tion inside a photonic crystal fiber using SBS [19] and optical
isolation by dynamic modulation [20,27], both of which rely
on the unidirectional moving grating induced either by acoustic
wave or external modulation. Experimentally, we configure
a setup by directly reflecting two waves at the first positive

and negative Bragg angle in Fig. 4 without interchanging their
positions as in Fig. 3, thus mimicking the reversed configura-
tion of TWM in Fig. 3. For now, TWM no longer occurs, no
matter how the relative phase is varying or what their initial
intensity ratios are. Physically, this is because the interference
effect mentioned above is inhibited; for example, along the
beam path C-BS-P1, the reflected wave along M1-C with fre-
quencyω2 � ω1 �Ω is once again scattered off the samemoving
grating, gaining another frequency upshifting by ω3 � ω1 � 2Ω.
This is 2Ω more than the wave reflected along M2-C-P1; no
interference like the forward TWM case happens in this way.

5. DISCUSSION AND CONCLUSION

In conclusion, we would like to comment on the implied ap-
plications with this phase-controlled TWM scheme: the newly
rising radio/microwave over fiber technology converts radio
or microwave signals into optical modulation over an optical
channel to facilitate the signals’ long-distance transmission,
which is favorable by many applications such as satellite com-
munication, cable television networks, and wireless communi-
cation [28]. Here, radio/microwave frequency spacing between
channels can be accessible by the current TWM for frequency
conversion and signal switching/modulation purposes in a con-
trolled manner through phase.

In summary, we demonstrate that the near-degenerated two-
wave mixing effect in a moving optical grating inside an AOM
is due to the interference nature between the waves. Our studies
separate the physical processes of the generation of the moving
grating and TWM, thus clearly showing the important role of
two waves’ relative phase during the energy transfer of TWM. It
may offer a unique opportunity for optical information process-
ing at a low-light level. Moreover, we also show that TWM here
is unidirectional owing to the unidirectional propagation of the
moving grating, which can provide a new avenue for applica-
tions such as in optical isolation in the near future.

Fig. 3. Schematic of the experimental setup for TWM and the ex-
perimental measurements. (a) Zero/first order Bragg diffraction beam
with frequency ω1∕ω1 � Ω occurring at point A is reflected by
M4-M3/M1-M2 back into the AOM at�θB∕ − θB at point B, where
TWM undergoes in the refractive index moving grating induced by
acoustic waves. (b) and (c) Experimental measurement (dot) of the
intensity oscillations during the phase varying and the corresponding
fitted curves (solid). Black (red) dots represent I 01�I 02�. Energy transfer
depends on the phase differenceΔφ during the TWM and the ratios of
I 1 and I 2. (b) Energy transfer rate η reaches 0.68 for initial intensities
(0.25, 0.75) in (b), and 0.8 for initial intensities (0.5, 0.5) in (c).
NOA, neutral optical attenuator; M1-M4, mirror; P1; 2, photodiode;
AOM, acoustic optical modulator; PS, phase shifter.

Fig. 4. Schematic of the comparison experiment for unidirectional
TWM. (a) Zero/first order Bragg diffraction beam with frequency
ω1∕ω1 � Ω occurred at point A is reflected by M2/M1 back into
the AOM at −θB∕� θB at point B. However, the phase matching con-
dition is no longer valid in such backward manner, as shown in (b),
while the Bragg scattering condition is fulfilled in (c). (d) Measured
intensities I 01 and I

0
2 in with phase varying indicate no TWMoccurs in

the reversed scheme.
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